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ABSTRACT

Shape memory alloys (SMAs) have enormous potential for a wide variety of applications. A large body of work

exists on the characterization of the microstructure and stress-strain behavior of these alloys, Nitinol (NiTi) in particular.

However, many attributes of these materials are yet to be fully understood.

Previous work at NASA Langley Research Center (LaRC) has included fabrication of hybrid composite specimens

with embedded Nitinol actuators and modeling of their thermomechanical behavior. An intensive characterization effort

has been undertaken to facilitate fundamental understanding of this alloy and to promote implementation of Nitinol in

aerospace applications. Previous work revealed attributes of the Nitinol ribbon that were not easily rationalized with

existing data in the literature. In particular, tensile behavior at ambient temperature showed significant dependence on

the thermomechanical history prior to testing. The present work is focused on characterizing differences in the

microstructure of Nitinol ribbons exposed to four different thermomechanical histories and correlation of the

microstructure with tensile properties. Differential scanning calorimetry (DSC) and x-ray diffraction (XRD) analysis

were employed to rationalize the microstructures present after exposure to various thermomechanical histories. Three of

the Nitinol ribbon conditions were reversible upon heating (in the DSC) through the reverse transformation temperature

(Af) to transform the microstructure to austenite. However, the prior thermomechanical conditioning for the Nitinol

ribbon that reflected the entire fabrication procedure (4% thermal cycle condition) was found to have an irreversible

effect on the microstructure, as it remained unchanged after repeated complete thermal cycles.

Tensile tests were conducted to determine the effect of prior thermomechancial conditioning on both the tensile

behavior of the Nitinol ribbons and the stress state of the microstructure. The stress-strain behavior of the Nitinol

actuators appears to be governed by the interplay between two major variables: namely, microstructural constituents

such as the R-phase and the martensite; and the stress state of these constituents (whether twinned with low residual

stresses, or detwinned with high residual stresses). The most significant difference in the stress-strain behavior of the

four conditions, the critical stress required to achieve an initial stress plateau, was found to depend on both the amount

and stress state (twinned or detwinned) of R-phase present in the initial microstructure. Thus, the effect of prior

thermomechanical processing is critical to the resulting tensile behavior of the Nitinol actuator. For numerical modeling

inputs one must take into account the entire fabrication process on the Nitinol actuator.
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1. INTRODUCTION

Nitinol, a shape memory alloy developed in 1958 at the Navy Ordnance Laboratory, is composed of approximately

50-50 atomic percent nickel and titanium 1. The alloy's shape memory effect (SME) can be thermally and/or stress-

induced 2. SMAs exhibit desirable attributes that have substantial potential for a variety of aerospace applications 2.

Because of the strong application potential, a significant amount of work has been done in recent years to exploit these

behaviors. Recent work at NASA LaRC has involved fabrication of hybrid composite specimens with embedded

Nitinol SMA actuators, thermomechanical property characterization of the individual constituents of the material system,
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testing of the hybrid composite specimens for static and dynamic responses, and correlation of the measured responses
with the prediction of numerical models 3-4. Although the overall features of any process to fabricate a composite with

embedded SMA actuators may appear similar, there is the opportunity for a multitude of permutations that can affect the
thermomechanical history of the SMA actuators. It is important to note that differences in thermomechanical history not
only affect the SMA actuator performance, but also affect the manner in which materials testing must be conducted to
provide data for numerical models.

One such processing and fabrication approach used to produce SMA hybrid composites (SMAHC) at NASA LaRC is
described in previous reports 3-4. Essential components of the process include removal of "packaging" strain induced in

the SMA during spooling by the vendor, axial elongation of the SMA actuators, embedding of the SMA actuators within
a composite matrix, and constraint of the SMA actuators during an autoclave cure cycle. The thermomechanical
properties of these SMAHCs were determined from tests performed on the constituents at various temperatures ranging
from ambient to 149°C (300°F). However, correlation of measured and predicted static and dynamic responses of the
specimens showed some discrepancies. Investigation into sources for the discrepancies included further tensile testing of
Nitinol samples after subjecting the samples to a constrained thermal cycle, which was intended to simulate the
conditions of the autoclave cure cycle. Substantial differences were found in the tensile behavior of pre-strained samples
that were subjected to the constrained thermal cycle versus those that were not 3. The present study is, therefore, aimed at

understanding why these differences in mechanical property behavior exist and to explore whether there is an optimal
microstructural condition for the Nitinol actuators prior to embedding them in the hybrid composite. Such a study, it is
believed, may help in improving the accuracy of the numerical models, and also contribute to the development of a
manufacturing process for the SMAHC specimens with improved performance of the SMA actuators.

2. BACKGROUND

Nitinol ribbon (0.226 cm wide by 0.0163 cm thick), with a nominal composition of 55.4Ni-44.3Ti (atomic percent,
balance: C, O, H, N, and Fe impurities) was obtained from Shape Memory Applications, Inc. The nominal
transformation temperatures reported earlier 3 for this alloy are M_ 46°C, Mf-32°C, A_ 67°C, and Af-86°C, where M_
and Mf refer to start and finish temperatures for the austenite to martensite transformation during cooling, similarly, A_
and Af are the start and finish temperatures for the martensite to austenite transition during heating. As mentioned
previously, the first step in the fabrication process employed at NASA LaRC involved the removal of the packaging
strain. This was done by resistively heating the Nitinol ribbons to ~149°C for less than a minute while the ribbon was
held by a minimum of constraint, followed by conventional air cooling to ambient temperature 3. After the removal of
the packaging strain, the material is now said to be in the "recovered" state. Three additional material conditions were
also studied, the recovered frozen, 4%, and 4% thermal cycle conditions. Each of these conditions used recovered
material as a precursor. Material in the recovered frozen condition was produced by quenching recovered material in
liquid N2 to ensure the formation of 100% twinned martensite (i.e. martensite formed during cooling below Mf in the
absence of stress). Material in the 4% condition was pre-strained to 4% total elongation. The 4% thermal cycle
condition was produced by straining material to 4% elongation and thermally cycling from room temperature to 149°C

and cooling back to room temperature, while the material was constrained. The 4% thermal cycle condition is consistent
with the thermomechanical processing experienced by the embedded Nitinol ribbon actuators in the SMAHC produced
at NASA LaRC. The final thermal cycling step with the material constrained simulates the autoclave cure cycle
experienced by the embedded SMA actuators.

Nitinol ribbon samples in the above four conditions were subjected to x-ray diffraction, differential scanning

calorimetry and tensile tests to identify the phases present as a fimction of temperature and applied strain. The tensile
and XRD tests were conducted at ambient temperature.

3. RESULTS AND DISCUSSION

3.1 Nitinol XRD Characterization

The Nitinol ribbon samples in the recovered, 4%, and 4% thermal cycle conditions were scanned over the 28 range of
10°-125 ° in a Siemens D5000 x-ray diffractometer. A position sensitive detector was used in conjunction with a Cu
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target,withthex-raytubeoperatedat45kV/ 40 mA. Figure 1 shows the XRD results in the 20 range of 20°-80 °. Three
specific phases of NiTi are identified for charaterization: martensite (M), austenite (A), and R-phase (R). Additional
details of these phases are listed in Table 1. A positive identification was made of the martensite phase based on the
International Centre for Diffraction Data (ICDD). The R-phase formation in Nitinol alloys has often been referred to as a
rhombohedral distortion of the austenite 5, resulting in nearly equivalent d-spacings for the austenite and R-phase.

Consequently, x-ray reflections are expected to be observed at nearly the same values of 20. Additionally, standard x-
ray reflection peaks for the R-phase are not supplied in the ICDD database. This makes an unequivocal distinction of
austenite and R-phase using x-ray diffraction, impractical. Due to the similarity of the austenite and R-phase, a

convenient description of the _ phase as being a structure encompassing both austenite and the R-phase has been
presented. 6 An unambiguous identification of solely the R-phase (as opposed to austenite) will be shown in the DSC
characterization section. The Nitinol ribbons had significant crystallographic texture, as evidenced by the lack of
conformity of the observed integrated intensities of the x-ray reflections for the various phases with those reported for
these phases in the ICDD database. Other uncertainty in the XRD data exists due to the difficulty deconvoluting
multiple high intensity peaks.

Table 1. Crystallographic Properties of Phases Present in Nitinol

Abbreviation Phase Crystallographic
Structure

M B 19' martensite, monoclinic
(distortion of B 19)

A B2 austenite,
CsC1 structure

R R-phase martensite,
rhombohedral/trigonal
(distortion of austenite)

*Values from ICDD: martensite ICDD 27-0344, austenite 18-0899
+Not included in ICDD 6

Ribbon.

X-rayReflections ICDD
Peak Intensity 20

(%) (degrees)
65 39.135"
80 41.384"

55 43.906*
100 45.070*
100 42.793*
40 61.979"
60 78.151"
10 93.334*

+ +

+ +

+ +

3.2 Nitinol DSC Characterization

DSC tests were conducted on samples in the four alloy conditions to characterize the phase transitions involving the
M, R and A phases during heating and cooling. The positions of the R_, Rf, M_, and Mf temperatures relative to ambient
temperature give an indication of R-phase and martensite volume fractions at ambient temperature. Here, R_ and Rf

denote the start and end of the A --+ R transition, during cooling. The sequence of reactions, in addition to the
transformation temperatures, is influenced by prior thermomechanical history of the alloy. For example, cold working

followed by annealing within the temperature regime of 360°C-660°C (when originally producing the Nitinol ribbon)
can give rise to the following sequence of reactions 7.

low temperature heat treatment _ A --+ R --+ M (during cooling)

M --+ R --+ A (during heating)

intermediate temperature heat treatment _A --+ R --+ M (during cooling)

_M --+ A (during heating)
high temperature heat treatment _ A --+ M (during cooling)

M --+ A (during heating)
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InadditiontotheabovegeneralsequenceofpossiblereactionswithintheNiTisystem,duringcoolingorheating,the
transformationtemperaturescanthemselvesbemodifiedbytheapplicationof anexternalstress8and/orbythelmal
cycling9.

Samples with each of the four alloy conditions were subjected to a series of cooling/heating steps in the DSC, to
characterize their microstructures and the associated transformation temperatures, see Table 2. A maximum temperature
of 100°C was determined to be well above the temperature required to obtain a fully austenitic condition for each of the

four alloy conditions. The first cooling cycle (step 1) was conducted to determine if any residual A or R-phase was
present in the ambient microstructure. Cooling to -30°C leads to the transformation of the residual A or R-phase into
martensite, with the area under this exotherm being a measure of the volume fraction of the residual phase. The first

heating cycle (step 2) was meant to register the signatures of the M --_ A transformation, in addition to possible M --_ R

and R --_ A reactions. The second cooling cycle (step 3) had the objective of recording the characteristics of the

sequential A --_ R and the R --_ M transfolmations. In addition, the second cooling cycle has the potential of revealing
the stress state of the transforming A, via the relative positions of the R _, Rf, M_, and Mf temperatures. The second

heating cycle (step 4) is intended to detail the M --_ A transition together with those of the other plausible reactions. In
addition, the second heating cycle might reveal whether repeated heating of an ambient/sub-ambient microstructure has
any effect in erasing the influence of prior thermomechanical history on a resulting microstructure. Samples of the
recovered and 4% thelmal cycle conditions were subjected to three additional thelmal cycles (steps 5 through 7), to
determine the microstructural stabilities for these thermomechanical histories. The results of the DSC tests, presented in
Figures 3 through 6, show the various reactions for steps 1 through 4. The transfolmation temperatures for the
martensite, R-phase, and austenite are shown in Table 3 for steps 1 through 4 and in Table 4 for steps 5 through 7. The
area under the curve per unit sample mass was determined for each transformation to indicate the relative amount of the
phase/phases present in the microstructure. The calculated area for martensite, R-phase, and austenite are shown in
Table 5.

Step
1

2

3

4

5*

6*

7*

Table 2. Heating/Cooling Sequences for DSC Testing.

Procedure Temperature Range (°C) Ramp Rate (°C/min)
1 st cooling ambient to -30°C 5

1 st heating -30°C to 100°C 5

2n_cooling 100°C to -30°C 5

2 nd heating -30°C to 100°C 5

3rd cooling 100°C to -30°C 5

3r_ heating -30°C to 100°C 5

4 t" cooling 100°C to -30°C 5

*Only the recovered and 4% thermal cycle samples were subject to steps 5-7.

The initial cooling cycle for both the recovered and 4% thermal cycle conditions reveals a single exotherm

representing either the A --_ M or the R-phase --_ M reaction (see Figures 2 and 5). M, was ~14.6°C for the recovered
condition versus 13.6°C for the 4% thermal cycle condition. The corresponding Mf for the two conditions were 2.5°C

versus ~0.9°C (see Table 3). For these two conditions, the initial microstructure is comprised of either A or the R-phase
in addition to M. Whether the initial microstructure contains A or the R-phase would be dictated by the location of the
Rf (to be determined from step 3) relative to ambient temperature. During the first cooling, the martensite exotherm is
not observed for the recovered frozen or 4% conditions. This suggests that all of the martensite that can be generated by
cooling or stress was produced during the initial thermomechanical processing. For the recovered frozen condition, the
liquid nitrogen quench results in the folmation of twinned martensite (i.e. formed during cooling below Mf in the
absence of stress). In the 4% condition, the 4% pre-strain resulted in the transformation of the mixture of austenite + R-

phase to detwinned martensite (formed after reaching the critical stress {_} required to reorient martensite).

The first heating cycle for all four alloy conditions was characterized by the presence of an asymmetric endothermic
peak (see Figures 2-5). The endotherm is complex for both the 4% and 4% thermal cycle conditions. The asymmetry
and/or the complex nature of the endotherm suggests the possible occurrence of three plausible concurrent reactions, viz.

M --_ R, R ---_A, and M---_ A (in that order) 7. The 4% condition is characterized by a significantly narrower As-Af range
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(~1.9°C)togetherwithasignificantlyhigherpeaktemperature(67.7°C)thanfortheotherthreeconditions(seeTable3).
Similarresults7'11havebeenusedtosuggestthatthenarrowendothermicpeakisaresultoflimitedmartensitevariants
present.WhileundeformedNitinolalloyscancontain24variants1°,thepriordeformationappearstohavereducedthe
numberoftwinnedmartensitevariants.Withlimitedmartensitevariantspresent,thetransformationofmartensiteto

Table3. TransformationTemperaturesasaFunctionofThermalHistory(steps1-4).
Condition

Recovered
Recovered

Frozen
4%
4%

Thermal
Cycle

lStCool (stepl) 1st Heat (step 2) 2 nd Cool (step 3) 2 nd Heat (step 4)
M_ Mf A_ Af Rs Rf M_ Mf A_ Af

14.61°C 2.48°C 53.25°C 62.25°C 45.08°C 39.13°C 20.61°C 6.30°C 53.58°C 61.19°C

..................... 54.77°C 63.46°C 44.97°C 39.13°C 20.94°C 6.24°C 53.74°C 61.51°C

..................... 66.94°C 68.83°C 45.18°C 39.56°C 20.77°C 6.25°C 53.88°C 60.55°C
13.65°C 0.93°C 51.25°C 64.68°C 50.31°C 36.35°C 16.52°C 1.15°C 51.60°C 62.01°C

Table 4. Transformation Temperatures as a Function of Thermal History (steps 5-7).
Condition

Recovered

4%
Thermal

Cycle

3 rd Cool (step 5) 3 rd Heat (step 5)

R_ Rf M_ Mf As Af R_
45.06°C 39.14°C 20.31°C 6.21°C 53.68°C 61.17°C 45.05°C

49.86°C 36.44°C 16.12°C 0.85°C 51.72°C 61.85°C 49.62°C

4 thCool (step 7)

Rf M_ Mf

39.17°C 20.15°C 6.02°C

36.55°C 15.80°C 0.91°C

Condition

Recovered

Recovered
Frozen

4%

4%
Thermal

Cycle

Table 5. Enthalpies for Transformation of Phases as a Function of Thermal History.
1stCool 1stHeat 2ndCool 2ndHeat 3 rdCool 3rdHeat 4thCOO1

(stepl) (step 2) (step 3) (step 4) (step 5) (step 6) (step 7)

M A R-phase M A
-2.08 J/g 22.22 J/g -6.29 J/g -13.62 J/g 23.02 J/g

......... 21.31 J/g -5.90 J/g -12.63 J/g 22.61 J/g

R-phase M A R-phase M
-6.23 J/g -13.46 J/g 23.22 J/g -6.043 J/g -13.44 J/g

......... 22.99 J/g -5.63 J/g -12.95 J/g 21.97 J/g .............................................
-4.23 J/g 18.90 J/g -3.78 J/g -9.30 J/g 19.28 J/g -3.78 J/g -9.94 J/g 19.47 J/g -3.70 J/g -9.80 J/g

austenite and/or R-phase will occur over a much finer range of temperature than will be observed if many martensite

variants are present. For the 4% thermal cycle condition, the widest observed A_-Aftemperature range of ~13.4°C was
apparent, as indicated in Table 3. Because of the complex stress state of this alloy condition, it is likely that the 100%
martensite microstructure obtained at the end of the first cooling cycle may indeed have a partly thermoelastic character
and a partly stress-induced character to it. The decomposition of such a martensite mixture during the first heating cycle
can then be expected to result in a more complex endotherm, such as that obtained in the present study (see Figure 5).
The complex residual stress state of the 4% thermal cycle condition may be responsible for the coexistence of the R-

phase + martensite over a wider temperature range. At the end of the first heating cycle (100°C), the microstructure in
each of the four conditions consists entirely of the austenite phase.

During the second cooling cycle, all four thermomechanical conditions were typified by the A --_ R and R --_ M
sequence of exothermic reactions (see Figures 2-5). The R_ for the 4% thermal cycle condition was the highest (50.3°C)
among the four alloy conditions, with R_ being essentially similar for the recovered, the recovered frozen, and the 4%

conditions (~45°C) (see Table 3). Rffor the 4% thermal cycle condition was lower (36.4°C) than the ~39°C Rf observed
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forthethreeotherconditions(seeTable3). TheR_-Rfrangewasnearly14°Cforthe4%thermalcyclecondition,yet
waslessthan6°Cforthethreeotherconditions.TheM_(16.5°C)andMf (1.2°C) temperatures for the 4% thermal cycle
condition were the lowest among the four alloy conditions. The Ms (~20.8°C), and Mf (~6.2°C) were similar for the
other three conditions (see Table 3). Not only were the (R_, Rf) and (M_, Mf) similar in the recovered, the recovered
frozen, and the 4% conditions, but so were the R-phase and martensite volume fractions for these conditions (see Table
5). This strongly suggests that the first heating cycle, which preceded this second cooling, effectively removes the prior
deformation influence on the subsequently evolving microstructures in the 4% condition. As a result, the 4% condition is
microstructurally similar to the recovered and the recovered frozen conditions subsequent to the first heating cycle. In
contrast, the R-phase (3.78 J/g) and martensite (9.30 J/g) volume fractions in the 4% thermal cycle condition were
substantially different, than for the other conditions (see Table 5). The higher R_, lower Rf, greater (R_-Rf) range, and
lower M_ and Mf temperatures, observed for the 4% thermal cycle condition during the second cooling cycle are in

agreement with the literature 8' 11, in so far as the effects of residual stresses on the A --+ R and R --+ M transformation
characteristics are concerned. The first heating cycle did not eliminate the built-in residual stresses produced by the
thermomechanical history applied to the 4% thermal cycle condition. Stresses induced in the austenite during cooling,
either by mechanical deformation (such as that in the 4% thermal cycle condition) or through precipitation of coherent
TiNi3 precipitates, are known to promote earlier R-phase formation, and also suppress R-phase conversion into M to
lower temperatures 12. The A --+ R transformation is observed for all four alloy conditions in the second cooling cycle.

Additionally, it can be seen that this transformation is complete at temperatures above room temperature. Consequently,
austenite will not be present in any of the thermomechanical conditions. Significantly lower exothermic heats for the A

--+ R (3.78 J/g) and R --+ M (9.30 J/g) transitions were observed for the 4% thermal cycle condition (see Table 5). This
is most likely due to the unrelieved stresses in austenite (which were caused by the 4% deformation of the austenite
when the sample was constrained during heating) alter the temperature characteristics of the R-phase and martensite

reactions during the subsequent cooling, but they also inhibit the release of exothermic heats during the A --+ R and R --+

M transitions. In contrast, the A --+ R exothermic heats were very similar (~6 J/g) in the recovered, the recovered frozen,

and the 4% conditions; as were the corresponding R --+ M exothermic heats for these conditions (~13 J/g).

The second heating cycle was conducted to see if a repeated heating cycle had any significant effect on the
transformational characteristics of the various alloy conditions. At the end of the first heating cycle for the 4%
condition, the prior deformation appeared to be almost completely removed. This conclusion is supported by similar A_
(~54°C) and Af (~61°C) temperatures for the 4%, the recovered, and the recovered frozen conditions during the second
heating cycle (see Table 3). In contrast, the 4% thermal cycle condition, which exhibits a relatively high Af and a
relatively low A_ temperature and a large As-Af temperature differential during the first heating cycle was largely
unaffected by the repetitive heating cycles in the DSC (see Table 3). This suggests that residual stresses resulting from
the prior deformation and constrained thermal cycling treatment remain in the microstructure.

The recovered and 4% thermal cycle conditions were subjected to additional heating-cooling cycles to document the
microstructural stabilities for these two conditions. For both alloy conditions, the A_, and the Af temperatures are nearly
the same for the 2 nd and 3 rd heating cycles. Similarly, the R_, Rf, M_, and Mf temperatures during the 3 rd and the 4 th
cooling cycles were similar to those recorded during the 2ndcooling cycle. This clearly implies that once the first heat
cycle has been applied, the subsequent heating-cooling cycles do not alter the alloy microstructures. Also, the
exothermic heats associated with the A --+ R and R --+ M transitions were consistent during the 2 ha, 3 rd, and 4th cooling

cycles (see Table 5). The exothermic heat for the A --+ R transition in the recovered condition was substantially larger
than was observed for the 4% thermal cycle condition (see Table 5). Similarly, exothermic heat for the R --+ M
transition in the recovered condition was significantly larger than was observed for the 4% thermal cycle condition (see

Table 5). For a given alloy condition, the ratio (R --+ M exotherm): (A --+R exotherm), termed c_,provides a quantitative
basis for the heat effects associated with the production of 100% martensite and 100% R-phase in the alloy. The

difference in the values of c_for the recovered versus the 4% thermal cycle condition may then be related to the nature of

the martensite and the R-phase in these alloy conditions. For example, c_ is ~18% higher in the 4% thermal cycle
condition than in the recovered condition for the 2 ha, 3 rd, and 4th cooling cycles (see Figure 6). The 4% thermal cycle

condition was distinguished by the presence of high levels of residual stresses. In comparison, the recovered condition is
expected to be relatively stress-free. Values of c_ for the two alloy conditions may therefore be viewed as prominent
indicators of stress states of the R-phase and the martensite in these alloys.
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BasedontheaboveDSCdataforthefirstcoolingandthesecondcoolingcycles,theinitialmicrostructureforthe
fourthermomechanicalconditionscanbedeterminedfromthevolumefractionofphasesshowninTable5. Boththe
recoveredand4%thermalcycleconditionscontainedR-phase(2.08J/gand4.23J/g,respectively)at ambient
temperature.Inaddition,martensite(asgivenbythemartensiteareaduringsecondcoolingcycle(step3.)minusthe
martensiteareaduringfirstcoolingcycle(step1.)duetoR-phaseconversion)wasalsopresentinthesetwoconditions,
withrespectiveareasbeing11.54J/gand5.07J/g.In contrast,the4%conditioncontainedonlythemartensitephase
(12.95J/g,basedonstep3.).BasedontheDSCresults,therelativevolumefractionsofMandR-phasepresentinthe
fouralloyconditionsweredeterminedandarepresentedinFigure7. If themicrostructurepriortothe4%pre-strain
(i.e.,therecoveredcondition)wasdominatedbythepresenceofR-phase,thepost-deformationmicrostructureislikely
to havealargervolumefractionofdetwinnedmartensite.ThisisbecauseR--+M conversionis facilitatedbycold
work12.Indeed,thehighermartensitecontentin the4%conditionisevidencedbybothXRDandDSCresultsin the
presentstudy.Therecoveredfrozenconditionontheotherhand,wouldresultin100%twinnedmartensite.Inbrief,the
initialmicrostructuresforthefouralloyconditionsare:

Recovered _ (twinnedR-phase+twinnedmartensite)mixturewithlowresidualstresses
Recoveredfrozen _ ~100%twinnedmartensite,with low residual stresses

4% _ ~ 100% detwinned martensite, with significant residual stresses

4% thermal cycle _ (detwinned R-phase + detwinned martensite) mixture with high residual stresses

Based on the sequence of phase transformations apparent in the first and the second cooling cycles, the Nitinol ribbon in
the as received condition (prior to its being utilized for producing the four alloy conditions) was most likely subjected to
a low temperature heat treatment (~330-410°C) 7during its fabrication.

3.3 Nitinol Stress-Strain Behavior

Tensile behavior for Nitinol ribbon samples in each of the four alloy conditions was characterized. The 4% and the
4% thermal cycle conditions were obtained by pre-straining individual 0.635 m long recovered Nitinol ribbons to 4
percent total elongation, at a strain rate of 6.35 m/min. A typical stress-strain curve for the pre-straining procedure is
shown in Figure 8. Ambient tensile tests for all four conditions were conducted on ribbons with a 0.127 m long gage
length, at a constant cross head speed of 0.127 m/min, according to ASTM E8-0013. The stress-strain behavior for each

condition is shown in Figure 9. Figure 9 (a) shows the initial stress-strain curve while Figure 9 (b) shows the entire
tensile behavior for all four alloy conditions.

The character of the stress-strain curve for a given sample condition is dictated by the initial microstructure of the
sample; (i.e., the relative volume fractions of the R-phase and the martensite), the stress state of these two phases, and
the residual stresses induced in the microstructure either by prior mechanical deformation of the austenite or through
precipitation of coherent TiNi3 precipitates 12. The manner in which the microstructural differences affect the tensile

behavior will be described in the following discussion.

A generalized tensile curve depicting the behavior of Nitinol alloy with a 100% twinned martensite has been
developed 2, _4-_5(see Figure 10). Within region I of the stress-strain curve, elastic accommodation of the martensite

twins with an initial modulus E i. Region II, typified by a near constant stress plateau, cyst, has been related to the
reorientation of martensite twins. This process has also been termed detwinning, and it continues throughout region II
until the critical finish stress level CYmf,where a single variant ofmartensite is obtained _4. In region III, the linear elastic

response E_ of the fully detwinned martensite is observed. At the end of region III, the plastic flow stress _p is reached.
Upon further deformation into region IV, a second stress plateau is observed which is related to increasing slip and
dislocation movement within the microstructure. Region IV is thus characterized by plastic deformation of the

detwinned martensite until fracture occurs at the stress value of cyf. Prior thermomechanical histories of the alloy, such
as those studied in the present investigation are expected to influence these four stages of stress-strain behavior. It is
known that the stress needed to detwin R-phase and subsequently promote the conversion of detwinned R-phase into
detwinned martensite is very low compared to that needed to detwin twinned martensite _6.
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Thetensilebehaviorof therecoveredfrozencondition,havingnopre-strain,shouldmostcloselyresemblethat
describedinFigure10.However,therearenotabledifferencesbetweenthetensilebehavioroftherecoveredfrozen
condition(seeFigure9)andtheidealizedrepresentation.Inparticular,thereareextendedregionsoftransitionforthe
recoveredfrozenconditionbetweenregionsI andII,regionsII andIII, andregionsIII andIV. Thesetransitionregions
arebelievedtoresultfromamixtureofmicromechanicaleffects.Forexample,thetransitionbetweenregionsI andII
mayresultfromasimultaneousoccurrenceof elasticdeformationofthetwinnedmartensitevariantsandtheonsetof
detwinning.TheregionII-III transitionisexpectedtoconsistoflinearelasticdeformationofmartensitetwinvariants
alreadydetwinnedin theload-preferreddirectionandcontinuedreorientationof martensitevariantsthataremore
reluctanttomove.Likewise,theonsetofplasticityisaccompaniedbycontinuedbutdiminishingelasticdeformationof
detwinnedmartensite,whichresultsintheregionIII-IVtransitioncommontoallofthesamples.

Thestress-straincurveshowninFigure8 is foraspecimenwithnopriordeformation(i.e.recoveredcondition).
Thusthetensilebehaviorobservedupto4%elongationisequivalenttothatoftherecoveredribbonstrainedupto4%in
Figure9a.Thisisbecausetheconditionsareanalogous.Futhermore,it canbeseenbycomparingthepre-strainstress-
strainbehavioroftherecoveredconditioninFigure8with the initial portion of the tensile behavior for the 4% condition
in Figure 9a that the latter's behavior is essentially a continuation of the former's. More specifically, the 4% condition
(viz.~100% substantially detwinned martensite) deforms elastically until enough stress is generated to continue
reorientation of the more adverse martensite variants. Note the inherent strengths of the microstructures at low strain as
indicated by the critical stress at initiation of region II of the four conditions, with the following decreasing order: 4%,
recovered frozen, recovered, and 4% thermal cycle. This is in agreement with the relative amounts of and condition of
R-phase content in the respective microstructures as described in the DSC section and affords the following hypothesis
for the respective deformation processes up to the region II-III transition. The 4% condition is the most reluctant to
deform because it is already ~100% substantially detwinned martensite and deforms as described above. The recovered
frozen condition is ~100% twinned martensite, which is more difficult to reorient than R-phase is to deform and/or
transition to martensite and deforms primarily by martensite reorientation. Both the recovered and 4% thermal cycle
conditions have a mixed microstructure of R-phase and martensite. However, based on the initial cooling cycle, the
DSC results indicate that the recovered condition has roughly twice the martensite content of the 4% thermal cycle
condition. The lower R_ temperature and the smaller R_-Rf temperature range observed for the recovered condition
indicates that the R-phase in the recovered condition is significantly less stressed than in the 4% thermal cycle condition.
Thus it is anticipated that the stress-strain behavior of the recovered condition consists of R-phase deformation and
transformation to twinned martensite. The 4% thermal cycle condition transforms to detwinned martensite more readily
because of stresses already present in the microstructure. Also, note that the 4% thermal cycle condition moves into
region II-III transition rather quickly due to deformation already in the microstructure, analagous to the 4% condition.
Finally, the deformation behavior of all conditions is similar above their respective region II terminations because the
same process is governing namely martensitic reorientation and linear elastic deformation of detwinned martensite.

It can be seen from the above discussions that the thermomechanical properties of Nitinol actuators are highly
dependent upon thermomechanical history. This fact is of particular significance for developing numerical models
and/or optimizing the condition of the SMA actuators for particular applications. For example, a fabrication process that
subjected the Nitinol actuators to various thermomechanical treatments motivated the definition of the four alloy
conditions in the Background section. One would be grossly in error to model the small stress-strain elastic behavior of
such a SMAHC laminate using a modulus estimate for Nitinol from the 4% condition.

4. SUMMARY AND CONCLUSIONS

Samples of the Nitinol material in various conditions at ambient temperature were subjected to unconstrained thermal
cycles in a DSC analyzer. The thermal cycles were initiated by cooling from ambient temperature first in order to
determine if any residual A or R-phase was present in the ambient microstructures. Typically upon first heat the
removal of reversible microstructural differences occurs by inducing the transformation to the unique miscrostructure of
austenite. It was found that these repetitive unconstrained cooling-heating cycles in the DSC analysis on the recovered,
recovered frozen, and 4% alloy conditions did bring about similar microstructures with similar transformational
characteristics. On the other hand, repetitive unconstrained cooling-heating cycles of the 4% thermal cycle condition
showed characteristics that were very different than the three other conditions. For this condition, the R-phase formed
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notonlyearlierbutalsooveramuchwidertemperaturerangethanfortheotherthreeconditions;also,theM_andMf

temperatures for this condition were lower. These temperature-related data suggest that the 4% thermal cycle condition
had appreciable levels of residual stresses. Both the R-phase and the martensite in the 4% thermal cycle condition could
be expected to be largely in the detwinned state.

Exothermic heats related with conversion of austenite into 100% R-phase and conversion of this R-phase into 100%
martensite were significantly different for the recovered condition versus the 4% thermal cycle condition. These
differences appeared to depend on the stress states of the two alloy conditions. For example, on a relative scale ~18%
higher thermal energy was needed in the 4% thermal cycle condition to transform 100% R-phase into 100% martensite,
than in the recovered condition (see Figure 7). The near constancy of this difference for the multiple cooling cycles once
again attests to the high stability of the microstructures in these thermomechanical conditions. On an absolute scale

however, higher thermal energies were associated with the A --_ R and R --_ M transitions in the recovered condition
than in the 4% thermal cycle condition.

Based on DSC and stress-strain analysis, the ambient microstructures of the various thermomechanical conditions are
rationalized to be the following:
Recovered _ (twinned R-phase + twinned martensite) mixture with low residual stresses

Recovered frozen _ ~100% twinned martensite, with low residual stresses

4% _ ~ 100% detwinned martensite, with significant residual stresses

4% thermal cycle _ (detwinned R-phase + detwinned martensite) mixture with high residual stresses

The stress-strain behavior of Nitinol actuators appears to be governed by the interplay between two maj or variables,

namely, microstructural constituents such as the R-phase and the martensite: and stress state of these constituents
(whether twinned with low residual stresses, or detwinned with high residual stresses). Consequently, the most
significant differences in the stress-strain behavior of the four conditions occur at low stress levels, and are substantially
characterized by the critical stress to induce the initial plateau (the region II). It is believed that this is governed by the
respective R-phase content and condition in the microstructure. The recovered frozen condition deforms predominantly
by martensite reorientation. The recovered condition, having a mixture of predominantly twinned R-phase and twinned
martensite, exhibits a lower critical stress due to R-phase deformation and transformation to detwinned martensite. The
4% thermal cycle condition also possesses a mixed R-phase and martensite microstructure, but it is substantially stressed
and thus deforms primarily by transformation to detwinned martensite as aided by the residual stresses. The 4%
condition exhibits the highest critical stress of all because its microstructure is ~100% detwinned martensite, so enough
stress must be developed in the material during testing to continue reorientation. These results demonstrate the
enormous effect that a seemingly innocuous process may have on SMA actuators. This effect is of particular importance
for modeling and/or optimizing actuators for specific applications.
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